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SECTION 808 STEEL GRID FLOORING

REFERENCE SAMPLED MIN. MIN. CERT. SMALL TYPICAL
MATERIAL PURP. BY QUANTITY HANDLING REMARKS
FREQ. QUANTITY TIME
TESTED BY METHOD CONTAINER DISTR.
CONCRETE Mix Designs, 808.02 See Section 901 of this manual.
(Structural) Materials &
Tests
PAINT AND 808.13 See Section 811 of this manual.
PROTECTIVE 1008
COATINGS Mat. Lab
STRUCTURAL Flooring 808.02 Accept. Inspected, approved and stamped by the Const. CA | | Proj. Engr. to receive
STEEL 1013.21 Fab. Insp. Unit prior to use. See Section 807 of 6 inspection report from
Const. Fab. this manual. Const. Fab. Insp.
Insp.
WELDING 808.12 See Section 815 of this manual.




